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CT 

by William J. Bifano, Erich W. 
and Robert ch 

Lewis Research Center 

Three tes t  sections of a solar thermoelectric generator, designed for  minimum 
specific weight at 0. 25 AU from the sun, were electrically tested. 
consisted of nine silicon-germanium thermocouples mechanically attached to  a beryllium 
radiator plate. 
range of 640' t o  940' C. 

each producing a design power output of 2. 8 watts at 1.0 volt. However, hot and cold 
junction temperatures  approximately 50' C higher than predicted were required t o  
achieve this  power because of poor thermal  contact between the thermocouple stud and 
the radiator plate. One tes t  section, life-tested for 3000 hours, exhibited a n  increase 
in internal res is tance of 14 percent, corresponding to a decrease in  power output of 
about 6 percent. 

Each tes t  section 

Measurements were made at average hot junction temperatures  in the 

The electr ical  character is t ics  of the three tes t  sections were essentially identical, 

For  solar  probe applications, a study (ref. 1) has  shown that silicon solar cel ls  
U to  on the order of 0. 25 A U  could provide nearly constant electrical  power from I 

(an astronomical unit, AU, is defined as the mean-earth-sun distance). However, for 
c loser  distances, thermal  control problems a r e  anticipated which may require  the u ~ c  
of an alternate power system such as a solar  thermoelectric ( E) flat-plate generator 
The thermoelectric generator would have a much higher temperatur 
solar  cells; could esigned t o  operate ~ i ~ ~ ~ a l  to  the sun's ray at 

ous eleetrriea 
e c o ~ i s t a ~ t  power to  distance. 



the concept, three tes t  sections of the generator were fabricated (ref. 3),  instrumented, 
and delivered to  Lewis for testing. The pertinent resu l t s  of the generator design study 
a r e  presented here  for completeness. 

Number of thermocouples 
Current ,  A 
Voltage, V 
Power, W 
Efficiency, percent 
Weight, kg (lb) 
Area, m (ft ) 

2 2 Specific weight, kg/m (lb/ft ) 
2 2 Power/area,  w / m  (W/ft ) 

Pow er/w eight, W/kg (W/lb) 
Hot junction temperature ,  OC ( O F )  

Cold junction temperature ,  OC ( O F )  

Design-point distance, AU 

2 2  

480 
5. 63 
26. 6 

150 
3. 57 

6 (13. 2) 
0. 383 (4.  12) 

15. 8 (3 .23)  
382 (36. 4) 

24. 8 (11. 3) 
790 (1454) 

430 (806) 
0. 25 

The current-voltage characterist ics of the th ree  tes t  sections were measured and 
one tes t  section w a s  life-tested for  3000 hours. In addition, a nine-thermocouple pro- 
totype tes t  section w a s  life-tested for  5500 hours in a separate experiment. The t e s t s  
were conducted to  provide a f i rs t -order  evaluation of the mechanical and electrical  be- 
havior of the tes t  sections and to uncover a r e a s  in which further development might be  
required. The resu l t s  of these tes t s  a r e  reported herein. 

DESCRIPTION 

Tes t  Section 



is included between the cold stack and the mounting stud to  electrically isolate the ther-  
mocouple from the beryllium radiator  plate. The thermocouples are mechanically 
fastened to the radiator plate, and the outer radiator plate surface is coated with cal- 
cium titanate t o  provide a high-emittance surface. 
Min-K 2002) is used between the thermocouples t o  minimize shunt heat loss. The insu- 
lation is machined in bulk and fitted into large areas. Small, i r regular  areas are filled 
with loose microquartz insulation. 

sumed in designing the generator, no such coating was provided on the hot shoes of the 
test sections. Hence, no attempt was  made to  duplicate the so la r  spectrum at 0. 25 AU 
in heating the test sections. 

Fibrous insulation (Johns-Manville 

It is important to  note that although a selective solar  absorptance coating w a s  as- 

Instrumentation 

On each test section, five of the nine Si-Ge thermocouples were  instrumented with 
Chromel-Alumel thermocouples at the cold end and tungsten - 3-percent-rhenium/ 
tungsten - 25-percent-rhenium thermocouples on the hot shoes. The five Si-Ge ther-  
mocouples instrumented were located at the four corners  and the center of the a r ray .  
In addition, 10 Alumel voltage probes were provided (located on the copper connecting 
s t raps) .  Two copper s t raps  were used, one at each end of the circuit, as power taps.  

Test  Fixture 

The tes t  fixture, shown in figure 3, consists of two infrared s t r ip  heaters,  ar- 
ranged so as t o  uniformly heat a 8.9- by 8.9-centimeter test area. 
lamp has an active length of 15 centimeters,  two water-cooled copper masks  were re -  
quired, one at  each end, t o  give the desired 8. 9-centimeter dimension. For  the initial 
performance mapping of the test sections, the fixture was fastened to  the hemispherical 
end cap of a vacuum chamber having a l i qu id -n i t r~en-coo le  

Since each infrared 
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erformance Mapping 

Each tes t  section was tested in the following manner: Room-temperature res is tance 
of the entire nine-thermocouple string w a s  measured both before and after installation 
in the vacuum chamber. 

The test section was then connected in the load circuit, as shown schematically in  
figure 4. Two potentiometers, 0 to  2 ohms and 0 to 8 ohms, connected in parallel, were 
used as the variable res is tance load and a 50-milliohm shunt was used to  measure ther-  
moelectric current.  

After a vacuum pressure  of t o r r  o r  less was reached, the heater power w a s  
turned on and was gradually increased to achieve operating conditions. Typically a 
heating ra te  of 25' C per  minute was used. Because of uncertainties regarding the hot 
shoe temperature-sensing thermocouples (e. g. location, accuracy, behavior in test en- 
vironment, and intimacy of contact with device), it w a s  decided to  use the output of the 
test section itself to define reference operating conditions. Hence, the tes t  section was 
heated t o  temperatures  which resulted in the predicted output voltage of 1 volt and cur-  
rent  of 2. 8 amperes  with a load-to-internal-resistance ra t io  of about l. 2. Typically, an 
average hot junction temperature of about 840' C w a s  required to  achieve the reference 
design power. With the heater in- 
put power fixed, the current-voltage (I-V) characterist ics were determined by varying 
the external load and allowing the test section to  reach a steady-state condition (usually 
within 15 min) before recording the I-V point. Three such current-voltage points, in 
addition t o  an  open-circuit voltage point, were recorded. he procedure w a s  then re- 
peated for average hot junction temperatures  of 640°, 740 and 940' C. These data 
a r e  tabulated in appendix A. The resulting I-V character is t ics  of the three tes t  sec-  
tions are presented in figure 5. 

errnocouples provided on five of the nine hot shoes 

This  is discussed in more  detail later in the report. 

~ ~ m e d ~ a t e l y  obvious that the 



Test  section 3 was arbi t rar i ly  selected for  life testing, gain, the internal r e s i s -  
tance w a s  measured and the tes t  section w a s  heated to  nominal reference design condi- 
tions. The test section was operated for  3000 hours. 
to  automatically record the load current  and various temperatures and voltages every 
1 2  hours. Internal res is tance was measured periodically using the method outlined in 
appendix Bo 

malfunctions. There  were no indications that any of the shutdowns were due to  the mod- 
ule  itself. Also, there  were three controlled shutdowns very early in the life-test t o  
allow modification of auxiliary equipment. 

The data system w a s  programmed 

There were six shutdowns during the 3000-hour test, caused by various system 

TEST RESULTS 

Performance Mapping 

The resistance of the three test sections, as received, w a s  found to be consistent 
with values quoted by the vendor, being 132, 124, and 119 milliohms at room tempera- 
t u re  for test sections I, 2, and 3, respectively. The resis tance of the individual ther-  
mocouples, including representative bond-contact resistance,  is presented in  refer- 
ence 3. 

and (c), respectively) indicates that the performance of all three sections is nearly 
identical. Based on the thermoelectric panel design analysis (ref. 2), the nine- 
thermocouple tes t  sections are to produce 2.8 watts at 1 volt at a hot junction tempera- 
t u re  of 791' C and a cold junction temperature of 430' C, resulting in a temperature dif- 
ference ac ross  the element of 361' C. The temperatures  actually required t o  achieve 

reference design temperatures  in table Note that while the measured output of 
2.  82k0. 0's watts a t  1. OkO.  0 volts was obtained with a temperature difference of 

Comparison of the I-V character is t ics  of tes t  sections 1, 2, and 3 (figs. 5(a), (b), 

volt are tabulated for  each of the three tes t  sections and compared to  the 

ing to the reference design 

een the tl-iermoeo 
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Techniques t o  improve the thermal  contact between the stud and radiator,  and 
thereby reduce ATCS, have since been developed under another program (ref. 4). It 
has  been established that a ATCS of 15' C can be achieved by using a modified stud de- 
sign which permits  application of 10 to  15 inch-pounds (113 to  170 cm-N) of torque in 
tightening the mount nut to the stud. 
limited to about 1 inch-pound (11.3 cm-N) since grea te r  torques were found to  cause 
breakage of the stud at the neck of the tapered region. 

Another factor which might cause the measured junction temperatures  t o  deviate 
f rom design values is the uncertainty regarding the emittance of the calcium titanate 
coating. I t  was found that an initial "heat treatment' '  of the coated radiator was re- 
quired each t ime the test section was exposed to  the atmosphere to stabilize the emit- 
tance of the surface (typically about 3 hr  of operation a t  a radiator surface temperature 
of about 5OO0C). During this  time, the radiator surface temperature was observed to  de- 
c rease  gradually for  a fixed input power indicating a gradual increase in emittance of the 
calcium titanite. Since no direct  emittance measurements were made, the "stabilized" 
value of emittance can only be assumed. If, for example, this value were 0.75 rather  
than the 0. 85 used in the reference design analysis, the radiator temperature  would in- 
c r ease  by about 25' C. This, in addition to the cold-stack temperature  drop, would ac- 
count for  the 50' C variation from design values in junction temperatures.  Additional 
uncertainties regarding the thermal  conductivity of the Johns-Manville Min-K 2002 
thermal  insulation and the importance of edge effects in testing small  panels cannot be 
readily estimated; however, it appears  that they are relatively minor. 

For  the solar  tes t  sections the applied torque w a s  

Life - Test Results 

As is generally known, Si-Ce thermocouples exhibit some degradation during the 
first 1500 hours of operation, the amount being dependent for  the most  par t  on the tem- 
perature  range over which the thermoelements operate (ref. 5). Typically, this  initial 
degradation is of the order  of 5 percent. Following this 1500-hour "burn-in, '' the ma- 
terial is considered to be essentially stable, undergoing a n  additional 5 to 9 percent 

Since solar panel tes t  
section 3 was su jected to several  h u n d ~ e ~  ho 

tion during the next 20 000 to 30 000 hours of operation. 



power output, the cold junction temperatures  were higher than anticipated. 
f igure 7,  this  decrease in cold junction temperature  due to  the improving emittance oc- 
cur red  during the first 100 hours of operation. A corresponding variation in output 
power during this period is a lso  shown in the same figure. 

Because of the difficulties encountered in establishing life-test conditions, a number 
of adjustments in input power were made during the first 300 to 400 hours. However, as 
shown in figure 7 ,  the performance of the tes t  section w a s  essentially stable f rom 400 to  
3000 hours, during which t ime the input power w a s  held constant and the output voltage of 
the test section w a s  maintained at 1 volt. Actually, under the circumstances,  the inter-  
nal  electrical  resistance,  presented as a function of t ime in figure 7 ,  is more  useful in 
characterizing the performance of the solar  panel tes t  section. Note, for  example, that 
during the first 600 hours the internal resistance increased from 0. 315 to  0.340 ohm, 
while during the remaining 2800 hours it increased from 0.340 to  0.360 ohm. This  is in 
accordance with the predicted behavior of Si-Ge thermocouples (ref. 5), the increase in 
res is tance being attributed to  the precipitation of phosphorus dopant and subsequent dif- 
fusion to nucleation s i tes  with an attendant loss  of current  ca r r i e r s .  

As shown in 

In a separate  experiment, a nine-thermocouple prototype tes t  section w a s  life-tested 
fo r  5500 hours. A power degradation of about 8 percent w a s  observed after 5500 hours 
operation with an attendant resistance increase of 18 percent. The details of this  test 
are given in appendix €3. 

Performance testing of three uncoated solar thermoelectric tes t  sections produced 

1. The reference design output power of the tes t  sections, 2 .  8 watts a t  
the following results:  

achieved a t  the design temperature difference of 361*5' C ;  however, hot and cold junc- 
tion temperatures  approximately 50' C higher than predicted were required primarily 
because of poor thermal  contact between the thermocouple stud and the radiator plate. 

ceived were essentially identical. 
lectr ical  perfor a rac te r i s t ics  of the three tes t  sections, as re- 



res  i stane e i 11- 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, October 9, 1970, 
120-27. 
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32 52 17 4 5  31 411 
we 

38 46 49 

Run 21-4; currcnt, 4. 61 A: total  voltaqe. 0. 5029 V: total pow~r .  2. 3 1  W 

Hot ]unction tempera ture  (calc). THJ, OC 938. 5 - - - - - -  936 
Cold jonction tempera ture  (meas), TCJ, OC 483. 5 - - - - - -  513 

...... Tenrperature difference, AT, OC 455 423 
Radiator tempera ture  (meas), T R ,  OC 443 474 ...... 

Voltage, V 0.2542 0.2437 0.2367 

...... ...... --- - - -  941 944 950. 5 942 
- - - - - -  492 517 508. 5 503 

449 427 442 439 
-.._.. 432 467 443 452 
0.2553 0.2517 0.2538 0. 2392 0.2190 0. 2477 - - -  

...... ...... 

...... ...... ...... 

...... ...... 

H O ~  luaction teniperaturc ( c a ~ c ) ,  T ~ ~ ,  OC 928 - - - - - -  934 

Cold junction tempera ture  ( m e a s ) ,  TCJ ,  O C  495 - - - - - -  527.5 
Tempera ture  difference, AT, OC 433 ...... 406. 5 
Radiator tempera ture  (meas), TR, OC 452 486 ...... 

Voltage, V 0. 1773 0.1605 0. 1564 

...... ...... ...... 934 939 941 935 

...... 505 ...... 528.5  - - - - - -  521.5 515 

...... 429 ...... 410.5 - - - - - -  419.5 420 

443 478 454 463 
0. 1739 0. 1743 0. 1728 0. 1595 0. I355 0. 1661 - - -  
...... ...... ...... 

Hot junction tempera ture  (calc), THJ,  'C 
Cold ]unction tempera ture  (meas), TCJ, OC 
Tempera ture  difference, AT, OC 

~ a d i a t o r  temperaturp (meas),  T ~ ,  O c  

Voltage, V 

...... ...... ...... 930 - - - - - -  922 934 928 933 929 
505 - - - - - -  538 514 538 532 525 
425 384 420 390 ..--.. 401 404 
460 494 451 488 461 471 

...... ...... ...... 
...... ...... ...... 

...... ...... ...... ...... 

0. 1249 0. 1041 0.1021 0.  1192 0.1221 0. 1180 0.1054 0.0790 o . i i i o  ~ - -  

Hot junction tempera ture  (calc), T H J ,  OC 
Cold junction tenipprature (meas), TCJ, "C 
Tempera ture  difference, AT, OC 
Radiator tempera ture  (meas),  TR,  "C 
Voltage. V 

...... ...... ...... 945 - - - - - -  898 $46 912 921 924 
512. 5 - - - - - -  546 - - - - - -  523 ...... 544 .._.._ 540 533 

4 3 2 . 5  352 423 368 381 491 
467 .._._. 503 ...... 459 ...... 494 ...... 470 478 

0.0720 0.0467 0.0476 0.0632 0.0686 0.0616 0.0520 0.0230 0.0557 - - -  

...... ...... ...... ...... 

Hot junction temperature (calc), THJ,  'C 
Cold ]unetlon tempwature (meas), TCJ, "C 

835 
463 

Tempera ture  difference, AT, OC 372 

Voltage, V 0 .1221  
Radiator tempera ture  (meas), TR,  OC 428 

...... ...... - - - - - -  834 845 ..--.. ,j39 1143 839 
- - - - - -  493 477 492 486 482 

3 4 1  368 347 357 357 
...... ...... 435 439 458 425 452 

...... ...... ...... 

...... ...... ...... ...... 

...... ...... 

0.1054 0. 1027 0. 1179 0. 1197 0.1150 0.1065 0 . 0 8 6 3  0.  1 1 2 4  - - -  



Hot jutiction temperature (calc), THJ, OC 730 - - - - - -  
Cold junction temperature (meas),  TCJ, ' C  416 ------ 
Temperature difference, A T ,  'C 314 __- -__  

Radiator teniperature (meas).  TR. OC 388 _.._._ 

Voltage, V 0. 1420 0. 1329 

742 ____.. 742 739 
441.5 - - - - - -  431.5 433 

313 - - _ _ _ _  300. 5 - - - - - -  310.5 306 
410 __.__. 390 398 

738 __..__ 744 __._._ 

442 ._____ 431 _ _ _ _ _ _  
296 -_.___ 

416 ._.-_c 388 _..___ 

0. 1260 0. 1412 0. 1413 0. 1369 0. 1299 0. 1189 0. 1390 

Hot )unction temperature (calc), THJ, ' C  
Cold junction temperature (meas) ,  TC,,, 
Temperature difference, AT, ' C  
Radiator temperature ( I I IE~S) .  TR, "C 
Voltage. V 

736 
437 
299 
402 
-._ 

729 
420. 5 
308. 5 
392 

0. 1185 

Ron 21-12; current, 3. 23 A; total voltage, 0. 550 V; total power, 1. 78 W 

...._. 

_._... 

_ _ _ _ _ _  
._.._. 

0.0939 

739 
436 
303 
396 

0.  1143 

Run 21-13; cuirent,  0; total voltage, 

Tempeiature difference. A T ,  ' C  
Rddiator temperature (meas), TR,  "C 

Hot junction teimperature (calc). THJ, ' C  732 
Cold junction temperature (meas), TCJ, OC 430 
Temp?rature difference, AT. 'C 302 
Radiator temperature (meas).  T ~ ,  ' C  401 
Voltage, V 0.0704 

1. 329 V; total power. 0 

...... 

--- - - -  715 .-_._- 744 _..._. 

-- - - - -  455.5 - - - - - -  444 .____. 

.____. 259.5 - - - - - -  300 ...___ 

------ 428 ---.__ 401 - -_-__ 

0.0559 0.0521 0.0652 0.0693 0.0619 

~ 

642. 5 
394.5 
248 
365 

0 1418 
___ 

Hot junction teniperature (calc), THJ, ' C  630 - - - - - -  640 _ - _ - _ _  

Cold junction temperatitre (meas),  TCJ, ' C  375 - - - - - -  402.5 - - - - - -  
237.5 - - - - - -  Temperature difference, A T ,  "C 255 ...... 

mdiator temperature (meas).  T ~ ,  OC 350 _..... 379 __.___ 

Voltage, V 0. 1165 0. 1110 0. 1013 0. 1141 

644 
392 _._... 40 1 

243 
370 

646 __._._ 

254 ..._.. 

351 ..._.. 

0. 1161 0. 1087 0. 1060 

Hot .jiinc:tion temperature (calc),  TFIJ. "C 
Cold j i i n r t i o n  temperature (meas) ,  TCJ, 'C 
Tern pcra t tire cliff erciice , A T  , 'C 
Radiator temperature (iiieas), T ~ .  'C 
voltage. v I ::I52 

...... 

...... 

377 
0.0622 
I 

Ron 21-16; current. 3.03 A; total voltage, 0. 3571 V: total power, 1. 08 W 

611 
413 
198 
392 

0 0311 

6 50 
405 
245 
3G4 

...... 

...... 

. . . .. . . 

._._.. 

...... 

...... 

I). 0370 

G24 
4 16 
208 
382 

1 0 3 4 3  

...... 

...... 

____ 
633 
399 
234 
367 
._. 



Parameter I Hot shoe number 1 Aver-  

Run 2-1; current, 4.78 A; total voltage, 0. 6122 A; total power, 2. 45 W 

re difference, AT, OC 

Run 2-2; current, 3. 46 A; total voltage, 1. 006 V; total power, 3. 48 W 

jot junction temperature (calc), T ~ ~ ,  OC 914 _ _ - - _ _  928 _ _ - _ _ _  929 - _ - _ _ -  922 - - - - -_  928 924 
3o1d junction temperature (meas), TCJ, OC 514 - - - - - -  511 _ _ _ _ _ _  519 _ _ _ _ _ _  522 _ _ _ _ _ _  500 513 

428 411 remperature difference, AT, O C  400 _ _ _ _ _ _  
Voltage, V 0.1072 0.0944 0.1164 0. 1218 0. 1123 0. 1174 0. 1073 0.0903 0. 1226 - - -  

400 _ _ _ _ _ _  410 _ _ _ _ _ _  417 _ _ _ _ - _  

Run 2-3; current, 2. 1 A; total voltage, 1. 509 V; total power, 3.160 W 

Hot junction temperature (talc), T ~ ~ ,  OC 924 _ _ _ - - _  928 _ _ _ _ - _  931 _ _ _ - _ _  930 __ -___  929 928 
:old junction temperature (meas), TCJ, OC 500 - - - - - -  500 _ _ _ _ _ _  507 - _ _ _ _ _  509 _ _ - _ _ _  491 501 
remperature difference, AT, OC 424 _ _ _ _ _ _  428 _ _ _ _ _ _  424 _---__ 421 _ _ _ _ _ _  438 427 

Voltage, V 0. 1660 0. 1509 0.1690 0. 1788 0. 1660 0. 1766 0. 1633 0. 1440 0. 1769 - - -  

R\m 2-4; current, 0; total voltage, 2. 24 V; total power, 0 

Hot junction temperature (talc), T ~ ~ ,  "C 934 __ - - -_  924 _ _ _ _ _ -  928 _ _ _ _ _ _  932 _ _ _ _ _ _  935 931 
:old junction temperature (meas), TCJ, OC 486 ------ 487 _ _ - _ - -  492 _ _ _ _ _ _  495 - - - - - -  476 487 
Temperature difference, AT, O C  448 _ _ _ _ _ _  437 _- - - - -  436 _ _ _ - _ _  437 _ _ _ - _ _  459 444 
Voltage, V 0.2511 0.2329 0.2453 0.2617 0.2443 0.2630 0.2449 0.2220 0.2565 --- 

Run 2-5; current, 4. 3 A; total voltage, 0.494 V; total power, 2. 12 W 

Hot junction temperature (calc), THJ, 'C 809 - _ _ _ _ _  845 _ _ _ _ _ -  846 _ _ _ _ _ _  825 _ _ _ _ _ _  847 834 
487 493 _ - _ _ _ -  495 - - - -_ -  477 488 

Temperature difference, AT, O C  323 _ _ _ _ _ _  358 _ _ _ _ _ _  353 - -__- -  330 _ _ _ _ _ _  370 346 

Voltage, V 

Cold junction temperature (meas), TCJ, O C  486 - - - - - -  _ _ _ _ _ _  

0.0490 0.0399 0.0599 0.0619 0.0585 0.0584 0.0511 0.0392 0.0640 - - -  

Run 2-6; current, 2.87 A; total voltage, 1.009 V; total power, 2.89 W 

838 837 
Cold junction temperature (meas), TCJ, O C  473 - - - - - -  474 _ _ _ _ _ -  478 _ _ - _ _ _  482 _ _ _ _ _ _  464 474 
Temperature difference, AT, OC 357 _ _ _ _ - _  364 _ _ _ - - _  365 _ _ _ _ _ _  356 _ _ - _ _ _  374 363 

838 _ _ _ _ _ _  843 _ _ _ _ _ _  838 _ _ _ - _ _  Hot junction temperature (calc), THJ, OC 830 _ _ _ _ _ _  

Voltage, V 0.1088 0.0972 0. 1129 0. 1203 0. 1137 0. 1190 0. 1080 0.0942 0. 1195 - - -  

Run 2-7; current, 1.42 A; total voltage, 1. 513 V; total power, 2. 15 W 

839 842 
Cold junction temperature (meas), TCJ, O C  463 - - - - - -  465 - _ _ _ _ -  466 _ _ _ _ _ _  470 _ _ _ _ _ _  453 463 
Temperature difference, AT, OC 378 _ _ _ _ _ _  376 _ _ _ _ _ _  378 _ _ _ _ _ _  374 _ _ _ _ _ _  386 379 

Voltage, V 0. 1673 0. 1537 0. 1657 0. 1770 0. 1676 0. 1785 0. 1642 0. 1475 0. 1746 --- 

844 _ _ _ _ _ _  844 _ _ _ _ _ _  841 _ _ _ - _ _  Hot junction temperature (calc), THJ, O C  841 _ _ _ _ - _  

Run 2-8; current, 0; total voltage, 2.011 V; total power, 0 

Hot junction temperature (calc), THJ, OC 851 __.___ 843 _ - - _ _ _  848 _ _ _ _ _ -  848 _ _ _ _ _ _  850 848 
Cold ~unction temperature (meas), TCJ, O C  453 - - - - - -  459 _ _ _ _ - -  458 _ _ _ _ _ _  461 _ _ _ _ _ _  446 455 
Temperature difference, AT, O C  398 _ - _ _ - _  384 _ _ _ - - _  390 _ _ - _ _ _  387 - - -_ - -  404 393 
Voltage, V 0.2256 0.2095 0.2173 0.2340 0.2209 0.2370 0.2199 0.2004 0.2290 - - -  



- 

Parameter  H o t  shoe numher 

~ o t  ]unction temperature (calc), T ~ ~ ,  'C 
Cold junction temperature (meas), TCJ, OC 
Temperature difference, AT, OC 
Voltage, V 

Run 2-9; current, 3. 51 A;  total voltage, 0. 5272 V; total power, 1. 85 VI' 

730 
443 
287 

0.0564 

_--I-- 

_ _ _ _ _ _  
_ _ _ _ _ _  
0.0483 

740 _ _ _ _ _ -  743 743 
458 451 

283 _ _ _ _ _ _  285 292 
0.0603 0.0647 0.0654 0.0640 0.0549 0.0440 0.0558 --- 

747 _ _ _ _ _ -  755 _ _ _ _ _ _  
450 _ _ _ _ _ _  446 _ _ _ _ _ _  457 - _ - _ _ _  

297 _ _ _ _ _ -  309 _ _ _ _ _ _  

Run 2-10; current, 2. 09 A; total voltage, 1.031 V; total power, 2. 15 W I 
Hot junction temperature (calc), THJ, 'C 

Temperature difference, AT, OC 
Voltage, V 

Cold junction temperature (meas), TCJ, OC 
745 -_- - - -  751 _ _ _ _ _ _  755 _ _ _ _ _ _  752 _ _ _ _ _ _  755 752 

435 - - - - - -  443 _ _ _ _ _ _  443 439 
309 _ _ _ _ _ _  312 313 313 _ _ _ _ _ _  310 _ _ _ _ _ _  320 _ _ _ _ _ _  

0.1139 0.1039 0.1120 0. 1220 0.1187 0. 1229 0.1110 0.0978 0.1135 --- 

432 - - - - - -  441 _ _ _ _ _ _  

Hot junction temperature (calc), THJ, OC 751 
Cold junction temperature (meas), TCJ, 'C 422 
Temperature difference, AT, OC 329 
Voltage, V 0. 1666 

- _ _ _ _ _  756 _ _ _ _ _ _  756 _ _ - _ _ _  757 
------ 434 - _ _ _ _ -  427 _ - _ _ _ _  432 
_ _ _ _ _ _  322 _ _ _ _ _ _  329 _ - _ _ _ _  325 

0. 1546 0.1597 0. 1739 0. 1666 0. 1766 0. 1621 

Hot junction temperature (calc), THJ, OC 
Cold junction temperature (meas), TCJ, 'C 
Temperature difference, AT, OC 
Voltage, V 

757 _- - - - -  751 _ _ _ _ _ _  758 _ _ _ _ _ _  758 _ _ _ _ _ -  758 756 

423 __- -__  428 _ _ _ _ - -  423 424 
335 _ _ - _ - _  330 ___ - -_  335 332 

0. 1933 0. 1799 0. 1834 0. 1999 0. 1910 0. 2035 0. 1880 0. 1710 0. 1911 --- 

418 ------ 429 _ _ _ _ _ _  
339 - - - - - -  322 _ _ _ _ _ _  

I Run 2-  15; current, 2. 0 1  A; total voltage, 0. 7421 V; total power, 1. 49 W 

Hot junction temperature (calc), THJ, OC 
Cold junction temperature (meas), TCJ, 'C 
Temperature difference, AT, OC 
Voltage, V 

Hot junction temperature (calc), THJ, 'C 
Cold junction temperature (meas), TCJ, OC 
Temperature difference, AT, 'C 
Voltage, V 0.0807 

625 
399 
226 

0.0423 

Run 2-16; current, 1. 17 A; total voltage, 1.005 V; total power, 1. 175 W I 

_ _ - - - _  
_ _ _ _ _ _  
_ _ _ _ _ _  
0.0365 

639 _ _ _ _ _ -  654 _ _ _ _ _ _  634 
412 _ _ _ _ _ _  404 _ _ _ _ _ _  408 
227 - - - - - -  250 _ _ _ _ _ _  226 

0.0429 0.0495 0.0518 0.0487 0.0424 

638 
406 
232 

0.0449 

638 
406 
232 
--- 

Run 2-17; current, 

Hot junction temperature (calc), THJ, 'C 
Cold junction temperature (meas), TCJ, 'C 
Temperature difference, AT, 'C 
Voltage, V 0. 1532 

Hot junction temperature (calc), THJ, OC 
Cold junction temperature (meas), TCJ, OC 
Temperature difference, AT, 'C 
Voltage, V 

0; total voltage, 1. 363 V; total power, 0 

260 

639 
384 
255 

0. 1114 

~ 

0. 1508 - - -  

_ _ _ _ _ _  
_ _ _ _ _ _  
_ _ _ _ _ _  
0. 1030 

644 _ _ _ _ _ _  645 _ _ _ _ _ _  642 
397 - - - - - -  386 _ _ _ _ _ _  39 1 
247 _ _ - _ _ _  259 _ - _ _ _ _  251 

0. 1053 0, 1174 0. 1153 0. 1190 0. 1087 

643 
388 
255 

0. 1114 

643 
389 
254 
--- 



Run  5-5; current, 0; total voltage, 2. 239 V; total power, 0 

Hot junction temperature (calc), THJ, OC 

:old junction temperature (meas) ,  TCJ, O C  

reniperature ciiiierence, AT,  OC 

Voltage. V 

960 -.-___ 941 _ _ _ - - -  966 -___.. 939 __.--_ 953 952 
530 ------ 515 __- - -_  529 __- - -_  505 _- - -__  490 514 
430 _ _ - _ _ _  426 ___.__ 437 ____._ 434 .----_ 463 438 

0.2410 0 2335 0.2383 0.2546 0.2444 0.2653 0.2430 0.2409 0 2593 - - -  

Hot jllnctlon temperature (talc), T ~ ~ ,  OC 

:old junctloli temperature (meas), T ~ ~ ,  "C 
reniperature difference, AT,  OC 

Voltage, V 

850 __.._. Hot junction teniperature (calc). THJ,  ' C  
Cold junc t ion  temperature (meas) ,  TCJ, ' C  468 - - - - - -  ....._ 463 
T < . r ~ l p ~ ~ r a t t i r ~  difference. AT,  OC 397 _-_.._ I 387 ...-.. 397 -.._.- 409 

865 .._.__ 

475 _...._ 

v , > I l < i ~ ; ~ ~ ,  V 0.2251 0.2135 0 .2193 0 .2322 
____ 

954 - - - -_-  944 _ _ _ _ - -  956 _ _ _ _ - -  935 _ _ _ - - _  939 946 
500 525 540 - - - - - -  529 _ _ _ _ _ _  539 - _ _ _ - -  515 _ _ _ _ _ _  

414 _ _ _ _ _ -  415 _ _ _ _ - -  417 -___.- 420 _____. 439 4'21 

0 1591 0. 1480 0. 1603 0. 1701 0. 1620 0. 1801 0. 1638 0. 1584 0. 1794 --- 

Hot J l l l l C t l O i l  tempeiature (calc),  T ~ ~ ,  OC 943 - - - _ _ _  939 __- - - -  
cold junction temperature (meas), T ~ , , ,  OC 547 ------ 536 _ _ _ _ _ _  
Tenipeiature difference, AT, ' C  396 _ _ _ _ _ _  403 _ _ _ - - -  

Voltage. V 0. 1049 0,0907 0. 1086 0. 1138 

946 - _ _ _ _ _  929 _-- - - -  941 940 
546 _ _ _ _ _ -  522 _ _ _ _ _ _  508 532 
400 _ _ _ _ _ _  407 _ _ _ _ _ _  433 408 

0. 1073 0. 1240 0. 1111 0. 1033 0. 1257 - - -  

Hot junction temperature (calc), THJ, OC 922 _ _ - _ _ _  

Temperature difference, AT, ' C  370 _ _ - _ - -  

Cold junction temperature (meas) ,  TCJ, 'C 552 ------ 

Voltage, V 0 0530 0,0359 

932 _-- -_-  932 _ _ _ _ _ _  924 - - _ _ _ _  953 933 
543 _ _ _ _ _ _  554 _ _ _ _ _ _  530 - - - - - -  516 539 
389 ___- - -  378 - - -_- -  394 - - - -_-  437 394 

0.0584 0.0598 0.0551 0,0694 0.0600 0.0506 0.0737 --- 

845 _ - - _ _ _  852 _ _ _ _ _ _  854 Hot ]unction temperature (calc), THJ, O C  

Cold junction temperature (meas), TCJ, O C  504 - - - - - -  498 _ _ _ _ - -  510 
Temperature difference, AT, O C  341 _ _ _ _ - -  354 _ _ _ _ _ -  344 
Voltage, V 0.0510 0.0335 0.0550 0.0540 0 0520 

858 849 
_ _ _ _ _ _  494 _ _ - - _ _  481 497 
-___.- 344 _ - - - _ _  377 352 
0.0613 0.0519 0.0447 0.0625 --- 

- _ _ _ - _  838 _ _ _ _ _ _  

Hot junction temperature (talc), T ~ ~ ,  OC 854 - _ _ _ _ _  849 .____- 861 _ _ _ _ _ -  844 _ - - - _ _  

cold junction temperature (meas), T ~ ~ ,  OC 490 - - - - - -  484 ___--. 496 _ _ _ _ - _  483 - _ _ _ _ -  

Temperature difference, AT, OC 364 _ _ _ _ _ _  365 _.-__- 365 _ _ _ _ _ _  361 _ _ _ _ _ _  
Voltage, V 0 .  1099 0.0945 0. 1108 0. 1142 0. 1103 0 1216 0. 1084 0. 1035 

849 851 
470 485 
379 366 

0. 1195 - - -  

Hot j ~ l l ~ t l ~ n  temperature (calc), T ~ ~ ,  OC 858 - _ _ _ _ _  851 ._____ 865 
C O M  junction teinpeiatuie (meas), T ~ ~ ,  OC 477 - - - - - -  473 ..__-- 484 
Tempeiature difference, AT, 'C 381 _ _ _ _ _ _  378 _ _ _ - - -  381 
Voltage, V 0. 1650 0 1516 0. 1624 0. 1706 0. 1647 

848 854 
__-..- 471 .__.__ 458 473 
_ _ _ _ _ _  377 ___-_. 390 381 

0. 1778 0 1617 0 1586 0. 1729 - - -  

___-._ 848 _ - - _ _ _  



Hot ]unction teniperature (calc), THJ, 'C 
cold junction temperature (meas) ,  T ~ ~ ,  OC 

Temperature difference, AT, OC 

Voltage, V 

744 _ _ _ _ - _  739 - _ _ _ _ _  
437 ------ 434 - _ _ _ _ _  
307 _ _ _ _ _ _  305 - _ _ _ _ -  

0. 1112 0. 1001 0. 1099 0. 1153 

Hot junction temperature (calc), THJ, "C 749 _ _ _ _ - _  
cold junction temperature (meas), T ~ ~ ,  OC 428 - - - - - -  
Teiiiperature difference, AT, OC 321 _ _ _ _ _ _  
Voltage, V 0. 1605 0. 1514 

743 - _ _ _ _ _  763 _ _ - - _ -  746 _ _ _ _ _ -  
426 _ _ _ _ _ _  442 _ _ _ _ _ _  432 _ _ _ _ _ _  
317 _ _ _ _ _ -  321 _ _ _ _ _ _  314 __- - - -  

0. 1567 0. 1663 0. 1606 0. 1630 0. 1535 0. 1567 

Hot junction teiiiperature (calc). T ~ ~ ,  OC 

Cold ]unction temperature (meas) ,  TCJ, 'C 
Temperature difference, AT, OC 
Voltage, V 

739 _ _ _ _ _ -  763 
423 - - - - - -  421 - _ _ _ _ _  436 
328 - - _ _ _ -  318 _-_ - - -  327 

0. 1869 0. 1787 0. 1811 0. 1931 0. 1866 

751 _ _ _ _ _ _  

Hot junction teinperatui-e (calc), T ~ ~ ,  OC 

Cold ~unct ion temperature (meas) ,  TCJ, O C  

Voltage, V 
Temperature difference, AT, OC 

640 - _ _ _ _ _  642 _ _ _ _ _ _  658 
406 - - - - - -  405 - _ _ - - -  42 1 

237 _ _ _ _ _ _  237 234 _ _ _ _ - _  

0.0409 0.0316 0.0421 0.0432 0.0419 

Hot junction temperature (calc), THJ, OC 
Cold junction temperature (meas), TCJ, "C 
Teinperatui-e difference, AT, OC 

Voltage, V 

645 - _ _ _ - -  664 
413 397 - - - - - -  398 _ _ _ _ _ _  

249 _ - - _ - -  247 _ _ - - _ _  251 

0.0840 0.0759 0.0823 0.0869 0.0848 

646 _ _ _ _ - -  

Hot junction temperature (calc) ,  T ~ ~ ,  OC 

Temperature difference, AT, OC 

Cold junction temperature (meas), TCJ. 'C 

Voltage. V 

642 _ _ _ _ - -  666 
383 - - - - - -  385 _ _ - _ - -  398 

257 ___.__ 26 8 

651 _ _ _ _ - _  

268 _ _ _ _ _ _  
0. 1530 0. 1468 0. 1471 0. 1577 0. 1536 

Run  8-4; current, 3. 53 A: totai  ~c i l t age ,  0. 460 V: to ta l  1)ower. 1. 6 2  W 
- -  

7 40 
451 
289 
._. 

744 
436 
208 

0.0586 

C ~ M  junction temperature (meas), T ~ ~ ,  OC 

Teniperatui-e difference, AT, *C 
Voltage. V 

Run 8-5; current, 1. 989 A; total voltage, 1. 006 V; total power, 1. 99 W 

758 
451 
307 

0.1111 

738 
422 
316 

0. 1177 

744 
437 
307 
_ _ _  0. 1069 

Run 8-6; current, 0. 687 A; total voltage, 1. 452 V; total power, 1. 00 W 

739 
413 
326 

0. 1661 

748 
428 
320 

744 
408 
336 

0.1918 

747 
423 
324 

Run 8-8; current, 3. 08 A; total voltage, 0. 3692 V; total power. 1. 13 W 

643 
391 
252 

0.0477 

643 
407 
236 
_ - _  

Run 8-9; current, 1. 94 A ;  total voltage, 0. 758 V; total power, 1. 47 W 

641 
384 
257 

0.0894 

648 
399 
249 

Run 8-10; current, 0; total voltage, 1. 380 V: total power, 0 
I I I I I I 1 

~ 

649 
385 
264 

645 
37 1 
274 

0. 1567 

1 



53- 62443, an  ilnc ted solar pane? tes t  section, fa 
83- 10600, was life-tested at 

a t  reference design conditions with fixed input power. 
those described in the main body of this report  except for  the following: 

(1) The thermocouple mount studs were steel rather  than beryllium. 
(2) The radiator plate w a s  aluminum rather  than beryllium. 
(3) The radiator surface w a s  coated with aquadag ra ther  than calcium titanate. 
For  this  tes t  section, the design power of 2. 81 watts a t  1 volt was again achieved 

at the design temperature difference of 361' 6; however, the required increase in  hot 
and cold junction temperatures relative to  reference design values was 40' C ra ther  
than 50' C .  

The resu l t s  of the life-testing are shown in figure 8 for  a calculated average hot 
junction temperature of 830' C. During this tes t ,  the external load was periodically 
adjusted t o  maintain a load- resistance-to-internal-resistance rat io  of approximately 
1. 2 .  After the f i r s t  1500 hours, the power degraded from 2. 81 to 2.63 watts, o r  
6 . 6  percent, while an  additional 1 percent degradation occurred between 1500 and 5500 
hours. 

a r r i son ,  New Jersey,  fo r  5500 hours 
he test section was identical to  

The internal resistance Ri of the nine-thermocouple module was  determined using 
the relation: 

where 

load voltage 

instantaneous open-circuit voltage 
v L  

I cur ren t  

The "instantaneous" open-circuit voltage is usually measured within 1 second af ter  
opening the circuit. s shown in figure 8, the internal resistance of the panel increased 

This increase in 0 milliohrns to about 353 rnilliohms after 5500 hours of testing. 
out 18 percent, is at uted to  p r e ~ i p ~ t a ~ i o n  of p ~ o ~ ~ h o ~ u s  
hieh is a ~ u ~ e t ~ ~ ~  of eratuure (ref. 



as fabricated and after 5500 hours is shown in table 11. Here it can be seen that the in- 
crease in couple resistance after 5500 hours is due almost entirely to increased res i s -  
tance in the n-type Si-Ge. 

The apparent discrepancy between the increase in resistance at operating tempera- 
ture, about 18 percent, and at room temperature, about 50 percent, after 5500 hours is 
due t o  the relatively slow module cool-down rate, typically about 2 hours f rom reference 
operating temperatures to room temperature. During this  time, additional precipitation 
of phosphorus occurs due to the decreasing solubility of phosphorus in Si-Ge with de- 
creasing temperature, and hence, causes a substantial increase in room temperature 
resistance. This effect is reversible, and subsequent heating of the test  section to  
higher temperatures would allow the precipitated phsophorus to go back into solid solu- 
tion with the Si-Ge. 
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'TABL,)? 1. - JUNCTION TEMPI.:RATURES REQIJIRED TO ACHIEVE 

REFERENCE DESIGN POWER A T  1 VOLT 

Hot junction tempera-  1 791 1 a839 1 a837 1 a851 

ture, T ~ ~ ,  OC 

Cold junction tempera-  430 '482 '474 '485 

ture,  T ~ ~ ,  OC 

Tempera ture  difference, 1 361 / 357 / 363 / 366 

AT, OC 
I I I I 

TABLE 11. - TEST PANEL THERMOCOUPLE RESISTANCE DATA SHEET 

Voltage, V 

2. 82 2. 89 Power output, Po, W 

a ~ a l c u l a t e d ,  average of five of nine Si-Ge thermocouples. 

' ~ e a s u r e d ,  average of five of nine Si-Ge thermocouples. 

1.000 

Module Thermo-  As  fabricated 

E - F  

Af ter  5574 hours  

number 

25  

37 

39 

35  

40 

33 

4 1  

34 

Resistance, rnn 

2 .81  

1.005 

posi- couple 

A-D 

2. 76 

A - B  

0. 37 

. 36 

. 4 6  

. 3 2  

. 3 8  

. 2 4  

. 4 2  

. 36 

1.009 1.007 

B-C 

6 .00  

6 . 3 1  

6.37 

6 .26  

6. 55 

5. 96 

6. 54 

6 .05  

C-D 

0. 30 

. 20 

. 19 

. 35 

. 15 

. 33 

. 17 

. 37 



Hot junc t ion  temperature 

Cold junc t ion  temperature 

Radiator temperature 

Typical axial 
temperature 

profi le, 
"C 

Design Actual  

791 839 -' 

,- Hot shoe 
/ 

Cold stack 

'-- M o u n t i n g  stud 
__---- _-- 

'--Nut 

Figure 2. - Thermocouple assembly w i t h  typical axial temperature profi le at reference design power. 



Figure 3. - Solar thermoelectric panel mounted in test fixture, showing ribbed beryll ium 
radiator surface. 

n 

8 R  

Figure 4. - Schematic of thermoelectric circuit. 



R u n  Nominal Nominal cold 
hot shoe cold junct ion 

temperature, temperature, 
"C O C  

0 21-1t04 940 520 
A 21-510 8 840 480 
0 21-9 to 12 740 430 
0 21-13 to 16 640 400 

B 
(a) Test section 1. 

7 R u n  Nominal Nominal cold R u n  Nominal Nominal cold 
hot shoe cold j u n c t i o n  hot shoe cold junct ion 

temperature, temperature, temperature, temperature, 
"C "C 6 "C "C 

A 2-5 to S 840 470 A 7-3 to 6 840 4Eil 

5 0 2-14 to 17 640 390 5 0 8-6t0 IO 640 400 

6 
0 2-1 to 4 940 510 0 5-5 to 8 940 530 

0 2-9 to 12 740 430 0 1-4 to 7 740 430 

- C u r r e n t  curves C u r r e n t  curves 
4 4 

3 3 

2 2 

1 1 

0 . 5  1.0 1.5 2.0 2. 5 0 
Electrode voltage, V 

(b) Test section 2. (c) Test section 3. 

Figure 5. - C u r r e n t  and power as funct ions of electrode voltage 

J 
2.5 




